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Self-Lubricating Nano-Ball-Bearings™**

By Chad M. Brick, Elaine R. Chan, Sharon C. Glotzer, Julien C. Marchal, David C. Martin,

and Richard M. Laine*

Cubic symmetry in octasilsesquioxanes ([RSiO; 5], diame-
ter 1 nm) places functionality in each octant in Cartesian
space, enabling nanometer-scale construction of materials
with subtle tailoring of global properties.“’ﬂ Diverse studies
of OPS (octasilsesquioxanes) range from their ordering in sol-
ids (nanocomposites) to catalysts, NMR standards, and space-
craft coatings.*" The prototypical OPS!'! (R =phenyl) is
air-stable to temperatures above 500 °C; however, high sym-
metry and crystallinity limit its maximum solubility to 100 mg
per 100 mL CH,Cl,, rendering attempts at functionalization
very difficult.1®1213]

In an effort to couple early work on liquid-crystalline (LC)
silsesquioxanes with recent efforts to functionalize OPS, we
explored Friedel-Crafts alkylation!" by AICls, despite the
potential for Si-C bond cleavage.'! However, its easy nitra-
tion in fuming HNOj5 offered encouragement.'”! The impetus
was to add sufficient alkyl groups to disrupt registry between
OPS molecules, thereby reducing crystallinity to produce LC
and/or high-temperature lubricants.['"]

Here, we report that Friedel-Crafts alkylation of OPS leads
to alkyl,OPS materials with rigid 1 nm cores, which are sur-
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rounded by a hydrocarbon layer that acts as a lubricant to
these hard spheres or nano-ball-bearings. Surprisingly, the
butyl and hexyl derivatives are air-stable and liquid over a
70-400 °C range, whereas the octyl and decyl derivatives are
stable only over a 30-300 °C range. Molecular modeling stud-
ies suggest that the unusual 100°C difference in thermal
stability arises because the shorter chains interdigitate even in
the liquid state. This behavior is similar to that predicted and
seen recently for alkylthiol-modified superlattices,'"'®! sug-
gesting that alkyl,OPS materials may serve as models of
superlattices. These materials offer potential as high-tempera-
ture lubricants. Furthermore, interdigitation suggests that al-
kyl,OPS-based systems might serve as nanogears or as nano-
scale Velcro when affixed to surfaces.

Friedel-Crafts alkylation (nRBr, see Supporting Informa-
tion) of OPS produces alkyl, OPS, with typical!'*! 7:3 ratios of
branched/normal alkyl groups. Cleavage of Si—-C bonds (by
using nBuyNF) coupled with analysis by >*CNMR and matrix-
assisted laser desorption ionization time-of-flight mass spec-
trometry (MALDI-TOF MS, see Fig. S1 in the Supporting
Information) distinguish individual alkylation products and
the average numbers of alkyl groups per phenyl for each
nRBr. Table 1 summarizes the results of gel-permeation chro-
matography (GPC) and viscosity measurements. Table 2

Table 1. Analytical data for OPS alkylated at various reaction times.
M,: weight-average molecular weight, M,: number-average molecular
weight, PDI: polydispersity index. 1 Da=1.66x10">’ kg.

R Time M, M, PDI Viscosity [a]
[h] [Da] [Da] at 80 °C[10’ mPa s]
Butyl 1 852 913 1.07
5 1035 1058 1.02
10 1116 1196 1.07 68
24 1215 1288 1.06
Hexyl 1 1021 1102 1.08
5 1184 1204 1.02
10 1298 1394 1.07 25
24 1416 1574 1.1
Octyl 1 950 1002 1.05
5 1063 1120 1.05
10 1253 1302 1.04 6
24 1592 1775 1.1
Decyl 1 91 952 1.05
5 1414 1516 1.07
10 1649 1738 1.05 2
24 2160 2459 1.14

[a] Viscosities were measured by using a parallel plate Rheometric
RDS Il E. Shear rate 10 s™', gap 1 mm.
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Table 2. X-ray diffraction data (XRD) for OPS alkylated at various reaction
times [a].

R 5h 10h 24h
20 dAl 20 d[A] 20 dAl
Butyl 7.3° 121 6.9° 12.8 6.6° 13.4
18.6° 4.8 17.8° 5.0 18.4° 4.8
21.6° 4.1 21.5° 4. 20.6° 43
26.8° 3.3 26.5° 3.4 26.5° 3.4
40.6° 2.2
Hexyl 7.4° 1.9 6.6° 13.4 6.2° 14.2
18.1° 4.9 - - 16.6° 53
20.2° 4.4 20.2° 4.4 20.8° 43
24.2° 3.7 26.3° 3.4 25.3° 35
Octyl [b] 7.9° 1.2
18.7° 4.7
23° 3.8
39.7° 23
Decyl [c] 6.6° 13.4 5.9° 15.0
19.8° 4.5 18.2° 4.9
- - 20.2° 4.4
23.4° 38 24.3° 3.7

[a] No XRD patterns were obtained for 1 h reaction times for all alkyl
groups. [b] No XRD patterns were obtained for 5 and 24 h reaction times.
[c] No XRD pattern was obtained for a 24 h reaction time.

shows powder X-ray diffraction (XRD) data for selected
products (see also Figs. S2-S6). Figure la plots the melting
points (7,,,s) of these materials versus the number of alkyl car-
bons per molecule, whereas Figure 1b plots the thermal stabi-
lities of these compounds on heating in air at 10°Cmin™" to
their 5 % mass-loss temperature (7gso, ).

Efforts to identify LC phases by differential scanning calo-
rimetry (DSC) failed, as only small, broad features occurred
that could not be related to any phase transitions. However,
the 24 h butyl and hexyl products showed endotherms cen-
tered at 70 °C (< 10 °C full-width at half maximum), associated
with Tp,s. Optical microscopy (OM) of samples heated under
crossed polars showed no birefringence that could be asso-
ciated with LC behavior.

Hot-stage OM indicates that the transition temperatures as-
sociated with the DSC endotherms correlate with the onset of
flow behavior, indicating true melting transitions. At low tem-
peratures, the samples are solids and deform plastically on
scratching. At high temperatures, they flow into uniform, lig-
uid thin films (a video is available in the Supporting Informa-
tion). Both the solid and liquid phases are isotropic, with lim-
ited evidence for birefringence.

Given the extensive branching, it is surprising that XRD
patterns of samples that were melted, cooled, and ground
showed significant ordering (Table 2). The peaks at the lowest
angles had full-width at half height 20 values of 6°-7°. Those
at higher angles were much broader. Based on the work of
Waddon and Coughlin,[14a] we can use curve fitting and hexag-
onal packing to perform best-fit deconvolution of these XRD
patterns. From the data in Table 2, and the XRD patterns in
Figures S2-S6, we see that the extent of alkylation is clearly
indicated by the increase in d-spacing as a function of reaction
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Figure 1. a) Melting points of alkyl,OPS materials. Each point averages
two or more runs, and is the midpoint in the melting process. b) Ther-
mal stabilities of alkyl,OPS, heated at 10°C min~' to 5% mass-loss tem-
perature.

time (degree of alkylation) for both the butyl and hexyl deriv-
atives. The decyl XRD patterns are similar, but significant
changes in peak intensities suggest poorer ordering (only lim-
ited data was taken for the octyl materials). However, the first
decyl peaks are at the shortest 20 values, associated with the
greatest separation between the cores of ca. 15 A at 10 h re-
action time.

Perhaps the most interesting observations are the ca. 100 °C
differences in thermal stabilities for the butyl,OPS and hexyl-
+OPS versus octyl,OPS and decyl, OPS, and the clear upturn
in Ty, for the butyl,OPS. Bolln et al. recently synthesized the
simple linear octaalkylsilsesquioxanes from ethyl to decyl.!"”
These materials showed thermal stabilities in air similar to the
octyl and decyl systems studied here. Decomposition onsets
are all <300 °C, with complete decomposition occurring near
400 °C. This type of thermal stability is common for simple al-
kyls, and consequently our observation of oxidative stabilities
above 400 °C is quite unique.

Although only limited viscosity studies are presented here,
they seem to correspond with the separation distances be-
tween the cores, suggesting that higher degrees of alkylation
will lead to lower viscosities within a series. This will be veri-
fied in more complete studies at a later time.
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On a statistical basis, a unique feature of the butyl and hexyl
compounds is that they have a higher tertiary/benzyl hydrogen
content than the octyl and decyl materials, because of exten-
sive branching. Therefore, they should, in principle, be highly
susceptible to oxidation; however, they are the most stable.

Bolln et al. also observed that the 7,5 of the longer-chain
compounds exhibited odd—even effects, where the even-chain
materials melted at temperatures that were 5-10°C higher
than adjacent odd-chain compounds. The lowest observed T,
at ca. 25 °C, was obtained for the n-pentyl compound. Longer
chain lengths exhibited an upturn in 7}, to ca. 60°C for the
octadecyl compound, with a total of 80 carbons. Bolln et al.
suggest that the upturn is a result of layering of the alkyl
groups in these materials, as seen often for long alkyl chain
appendages.“gl The crystal structure of the octa-n-octylsilses-
quioxane, described by Bassindale et al., strongly supports this
observation, as these molecules pack with four alkyl groups,
forming layers to either side of the silsesquioxane core.*"!

At first glance, the upturn observed by Bolln et al. seems
related to that observed here. However, our most pronounced
upturn is for butyl groups with only hints of upturns for the
other materials, especially those with the longest chain
lengths, commensurate with the Bolln et al. compounds. We
observe an upturn of 20 °C in the region where the total num-
ber of carbons on each OPS changes from (on average) 40 to
48. This is similar to the increments seen by Bolln et al., but
the isobutyl/n-butyl mixture is very unlikely to layer. Conse-
quently, we believe that the upturn in T}, and the exceptional
increase in thermal stability results from interdigitation, which
would limit the mobility of the alkyl branches with increasing
degrees of substitution. We conclude this section by noting
that the Tyso, of the hexyl compound with an average of 8
alkyl chains is >400 °C, but with 11 alkyl chains, 7459 drops
to 350°C. It is reasonable to assume that interdigitation will
eventually be obstructed as the number of alkyl chains per
phenyl group increases, and thermal stabilities will decrease
towards those of the longer-chain compounds.

Interdigitation is a well-known phenomenon in LC materi-
als,?" 1 and often leads to changes in T}, and viscosity. How-
ever, the silsesquioxanes described here are very small spheri-
cal oligomers that have a single-crystal silica core, with only a
limited relationship to linear LC polymers. Indeed, even the
behavior here is unusual compared to the results described by
Bolln et al.

Further support for our proposal comes from work by
Esker et al., describing interdigitation in phenyl silsesquiox-
anes in Langmuir-Blodgett films.?"! These results provided
the impetus to conduct molecular-dynamics simulations of al-
kyl,OPS materials with varying chain lengths and degrees of
substitution, in order to examine the chain—chain interactions
in these systems. Figure 2 illustrates the local packing of the
molecules. The modeling studies suggest that chain—chain in-
terdigitation occurs in these systems, and appears to be more
pronounced for alkyl,OPS with shorter chains at higher de-
grees of substitution. Furthermore, they also suggest layering
in the longest-chain materials. The modeling data in Figure 2
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Figure 2. a,b) Molecular modeling of R,OPS, where R=butyl (a) or
R=decyl (b). In both cases, x=8. Simulations were ran at 150°C to cap-
ture liquid-state behavior.

suggest 12.8 and 19.5 A core—core separations, versus 12.8
and 15 A observed by XRD in the 10 h systems, supporting
our conclusions. Additional support comes from recent theo-
retical studies on passivated metal-cluster assemblies (e.g.,
gold nanoparticles) stabilized with long-chain linear alkyl
thiols, giving superlattices that are predicted to exhibit melt-
ing with interdigitation or layering of alkyl groups.[”] Such
superlattice melting was recently observed.[¥!

The current materials may be the smallest superlattice sys-
tems possible, or models thereof. Furthermore, the relatively
high degree of ordering in solid alkyl,OPS materials, coupled
with the apparent ability to interdigitate, suggests that in the
future it may be possible, with better control of the substitu-
tion patterns and structures of the alkyl groups, to make silses-
quioxanes that mesh closely, as might be desired in a 3D gear
structure. Alternately, the potential to interdigitate perhaps
could be explored and expanded to develop nanoscale Velcro
that forms strong mechanical locks near room temperature,
but which on heating gives way to liquid structures that allow
(nanoscale) components to be manipulated along surfaces.
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Experimental

Materials: All reagent-grade chemicals were purchased from Al-
drich or Fischer and used as-received, except for methylene chloride
which was distilled from CaH, under N, prior to use. Octaphenylsil-
sesquioxane was purchased from Hybrid Plastics Co., or synthesized
from phenyltrichlorosilane using Brown’s method [10]. Phenyltri-
chlorosilane was donated by Clariant LSG, Gainesville, FL.

General Synthesis of Alkylated Phenylsilsesquioxanes: In a 100 mL
Schlenk flask under N, flow were placed aluminum chloride (3.85 g,
28.9 mmol), 50 mL of CH,Cl,, and 50 mL of CS,. Alkyl bromide
(387 mmol) was then added via a syringe. The mixture was stirred at
0°C for 15 min. OPS (5.0 g, 4.84 mmol, 38.7 mmol per phenyl group)
was then added to the mixture with stirring. The solution was stirred
at 0°C for 5 h and then allowed to reach room temperature for an ad-
ditional 19 h. Samples of 25 mL were drawn periodically. The samples
were quenched by addition to 75 mL of water and 75 mL of hexane.
The cloudy hexane layer was washed three times with water, and then
filtered to remove insoluble fragmented silsesquioxane cages. The sol-
vents were removed by evaporation in a rotary evaporator, and the or-
ange liquids were distilled under vacuum at 150 °C to remove excess
alkyl halide. The resulting liquids or solids were then dried in vacuo at
150 °C for 10 h. Yields ranged from 50-70 %.

Analytical Procedures: 'THNMR and *CNMR were performed in
CDCl; and recorded on a Varian INOVA 400 MHz spectrometer.
"HNMR spectra were collected at 400.0 MHz by using a spectral
width of 6000 Hz, a relaxation delay of 3.5 s, 30 k data points, a pulse
width of 38°, and CHCl; (7.27 ppm) as an internal reference.
BCNMR spectra were collected at 100.6 MHz by using a spectral
width of 25000 Hz, a relaxation delay of 1.5 s, 75 k data points, a
pulse width of 40°, and CDCl; (77.23 ppm) as an internal reference.

Thermal stabilities of the materials were tested under air using a
TA Instruments 2960 simultaneous DTA-TGA instrument (TA In-
struments, Inc., New Castle, DE). Samples (10-20 mg) were heated
under vacuum at 60 °C for a minimum of 6 h prior to analysis, and
heated to 120 °C (10 min) inside the TGA before analysis to remove
any adsorbed water.

Diffuse-reflectance IR spectrometry (DRIFTS) was performed
using a Mattson Galaxy 3000 spectrometer (Mattson Instruments,
Inc.). Optical grade potassium bromide (International Crystal La-
boratories, Garfield, NJ) was used as the background material. Sam-
ples (1-3 mg) were ground with KBr (500 mg) in an alumina mortar
and pestle, packed into a sample holder, and smoothed using a glass
microscope slide. The spectra were recorded under dry N, purge, and
consisted of 128 scans at a resolution of ca. 4 cm™.

All GPC analyses were performed on a Waters 440 system
equipped with Waters styragel columns (7.8 x 300, HT2, 3, 4) with RI
detection, using an Optilab DSP interferometric refractometer and
tetrahydrofuran as solvent. The system was calibrated using polysty-
rene standards and toluene as reference.

Melting points were determined on a Laboratory Devices Mel-
Temp apparatus. Samples were placed in open capillary tubes and
heated at a rate of ca. 1 °Cmin~'. Melting-point ranges were deter-
mined visually.

DSC traces were recorded on a 2910 Differential Scanning Calo-
rimeter (TA Instruments, Inc., New Castle, DE) under N,. The calo-
rimeter was calibrated using indium as a reference. Samples (10—
15 mg) was placed in a pan and heated at 3°Cmin! to a temperature
at least 50 °C above the melting point.

Viscosities of all systems were measured using a parallel plate
Rheometric RDS IIE system at a shear rate of 10s™, with a gap of
1 mm.

Molecular Modeling Methods: Molecular modeling was carried out
using the Discover module of the Materials Studio modeling and sim-
ulation suite (Accelrys, Inc.). Molecular mechanics and molecular
dynamics (MD) simulations were performed in vacuum using the
COMPASS force field. Alkyl,OPS monomers were initially energy-
minimized using a combination of the steepest-descent and conjugate-
gradient methods for a total of 1000 iterations to relax intramolecular
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structural quantities (bond lengths, bond angles, and torsion angles)
to their equilibrium values and to eliminate artifacts from the drawing
process. These monomers were duplicated and MD simulations were
conducted in a canonical ensemble at 1000 K for 500 ps to relax the
initial configurations. The MD simulations were then continued at the
target temperature of 423 K (150°C) in an isothermal-isobaric en-
semble using periodic boundary conditions and the Berendsen baros-
tatting and thermostatting methods. These simulations were per-
formed with a 1 fs time step for a total of 2 ns. Both the potential
energy and simulation box length profiles were monitored during the
simulations to ensure that each system was in equilibrium.
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